
	Roofing Type
	Reflectance
	Emittance

	Black EPDM Membrane
	0.06
	0.86

	Grey EPDM Membrane
	0.22
	0.87

	White EPDM Membrane
	0.69
	0.87

	White T-EPDM Membrane
	0.81
	0.92

	Hypalon Membrane
	0.76
	0.91

	White Roof Coatings
	0.70-0.85
	0.89-0.91


From information provided by the Florida Solar Energy Center and Lawrence Berkeley Laboratories
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